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5.1 Identification on Spool

The inside core label shall have the following identifications:
e Fiber Type-sizing-filament
e Lot number
e Manufacturer
e Doff number
The outside shrink wrap shall have the following identifications:
e Fiber Type-sizing-filament
e Lot number
* Manufacturer
e Doff number
* Net weight of spool

5.2 Identification on Packaging

The container label shall have the following identifications:
e Fiber Type-sizing-filament
e Lot number
e Container Number

The shipping label shall have the following identifications:
e Shipping address
* Purchase order number
e Minimum and maximum spool weight in container
e Fiber Type-sizing-filament
e Lot number
« Net weight of container
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QUALIFIED PRODUCTS LIST

Supplier Product Supplier Name, Location,

Designation and Line Number Callout

Date Qualified ‘ Specification



